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Location                   

 
 

Sta. 48+00 C/L                   
 

 
Wood Type 

Container 
Volume 

(cf) 
Container Wt 

(lbs) Wood Wt (lbs) 
Container-Wood-
Sand Wt (lbs) 

Sand 
Wt 
(lbs) 

Wood 
Volume (cf) 

Wood Density 
(pcf) 

Dense 
Sand Wt 
(lbs) 

Dense 
Sand Unit 
Wt (pcf) 

 
 

Not Objectionable 0.9645 24.2 6.30 116.8 86.3 0.1610 39.12 103.60 107.41 
 

 
Not Objectionable 0.9645 24.2 4.80 118.3 89.3 0.1331 36.06 103.60 107.41 

 

 
TOTAL WOOD     11.10     0.294       

 

 
                    

 
 

Sta. 48+00 P/S                   
 

 
Not Objectionable 0.9645 24.2 1.04 125.1 99.86 0.0348 29.89 103.60 107.41 

 

 
TOTAL WOOD     1.04     0.035       

 

 
                    

 

 
Sta. 80+00 C/L                   

 
 

Not Objectionable 0.9645 24.3 2.65 124.2 97.25 0.0524 50.59 102.83 106.62 
 

 
TOTAL WOOD     2.65     0.052       

 
 

                    
 

 
Sta. 90+00 C/L                   

 
 

Objectionable 0.9645 24.2 5.20 119.0 89.6 0.1288 40.39 103.40 107.21 
 

 
Not Objectionable 0.9645 24.2 4.41 117.8 89.2 0.1326 33.26 103.40 107.21 

 
 

Not Objectionable 0.9645 24.2 3.15 120.8 93.5 0.0928 33.93 103.40 107.21 
 

 
TOTAL WOOD     12.76     0.354       

 
            Phase I Trenching:  Wood Measurement Tables. 
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Sta. 123+59 F/S                   
 

 
Wood Type 

Container 
Volume (cf) 

Container Wt 
(lbs) Wood Wt (lbs) 

Container-Wood-
Sand Wt (lbs) 

Sand 
Wt 
(lbs) 

Wood 
Volume (cf) 

Wood Density 
(pcf) 

Dense 
Sand Wt 
(lbs) 

Dense 
Sand Unit 
Wt (pcf) 

 
 

Objectionable (0-1.5) 0.9645 24.2 11.70 116.7 80.8 0.2106 55.57 103.37 107.17 
 

 
Not Objectionable 0.9645 24.3 6.20 118.2 87.7 0.1485 41.74 103.66 107.48 

 
 

Not Objectionable 0.9645 24.3 4.90 120.2 91.0 0.1178 41.59 103.66 107.48 
 

 
Objectionable (1.5-3.7) 0.9645 24.3 9.20 116.7 83.2 0.1904 48.32 103.66 107.48 

 
 

Not Objectionable 0.9645 24.3 3.70 122.1 94.1 0.0901 41.05 103.80 107.62 
 

 
Not Objectionable 0.9645 24.3 3.20 121.3 93.8 0.0929 34.44 103.80 107.62 

 
 

Not Objectionable 0.9645 24.3 0.81 126.7 101.59 0.0193 41.97 103.66 107.48 
 

 
Objectionable - TOTAL     20.90     0.401       

 
 

TOTAL WOOD     39.71     0.870       
 

 
                    

 
 

Sta. 140+00 F/S                   
 

 
Objectionable (1) 0.9645 24.2 7.50 120.7 89.0 0.1340 55.95 103.37 107.17 

 
 

Objectionable (2) 0.9645 24.2 5.90 122.6 92.5 0.1014 58.19 103.37 107.17 
 

 
Not Objectionable 0.9645 24.3 5.80 117.2 87.1 0.1541 37.63 103.66 107.48 

 
 

Not Objectionable 0.9645 24.3 4.90 118.9 89.7 0.1299 37.71 103.66 107.48 
 

 
Objectionable - TOTAL     13.40     0.235       

 
 

TOTAL WOOD     24.10     0.519       
 

            Phase I Trenching:  Wood Measurement Tables. 
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Sta. 145+00 P/S                   
 

 
Wood Type 

Container 
Volume (cf) 

Container Wt 
(lbs) Wood Wt (lbs) 

Container-Wood-
Sand Wt (lbs) 

Sand 
Wt 
(lbs) 

Wood 
Volume (cf) 

Wood Density 
(pcf) 

Dense 
Sand Wt 
(lbs) 

Dense 
Sand Unit 
Wt (pcf) 

 
 

Objectionable (1) 0.9645 24.2 9.10 118.3 85.0 0.1714 53.10 103.37 107.17 
 

 
Objectionable (2) 0.9645 24.2 3.20 122.6 95.2 0.0762 42.00 103.37 107.17 

 
 

Not Objectionable 0.9645 24.3 6.00 115.9 85.6 0.1681 35.70 103.66 107.48 
 

 
Not Objectionable 0.9645 24.3 4.60 117.9 89.0 0.1364 33.71 103.66 107.48 

 
 

Objectionable - TOTAL     12.30     0.248       
 

 
TOTAL WOOD     22.90     0.552       

 
            
 

Sta. 150+00 C/L                   
 

 
(0-2.8')                   

 
 

Not Objectionable 0.9645 24.2 6.20 110.3 79.9 0.2206 28.10 103.60 107.41 
 

 
Not Objectionable 0.9645 24.2 3.20 118.1 90.7 0.1201 26.65 103.60 107.41 

 
 

Not Objectionable 0.9645 24.2 1.50 122.9 97.2 0.0596 25.19 103.60 107.41 
 

 
Objectionable (2.8'-5.8') 0.9645 24.2 8.40 119.6 87.0 0.1527 55.01 103.37 107.17 

 
 

Not Objectionable 0.9645 24.2 7.40 115.6 84.0 0.1830 40.45 103.66 107.48 
 

 
Not Objectionable 0.9645 24.2 6.40 116.1 85.5 0.1690 37.87 103.66 107.48 

 
 

TOTAL WOOD     22.20     0.505       
 

            Phase I Trenching:  Wood Measurement Tables. 
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Sta. 160+00 C/L                   
 

 
Wood Type 

Container 
Volume (cf) 

Container Wt 
(lbs) Wood Wt (lbs) 

Container Wt (lbs) 
- Wood-Sand  

Sand 
Wt 
(lbs) 

Wood 
Volume (cf) 

Wood Density 
(pcf) 

Dense 
Sand Wt 
(lbs) 

Dense 
Sand Unit 
Wt (pcf) 

 
 

Not Objectionable 0.9645 24.2 5.50 118.0 88.30 0.1424 38.62 103.60 107.41 
 

 
TOTAL WOOD     5.50     0.142       

 
            
 

Sta. 170+00 C/L                   
 

 
Objectionable (1) 0.9645 24.2 7.40 121.2 89.6 0.1284 57.61 103.37 107.17 

 
 

Objectionable (2) 0.9645 24.2 7.60 118.6 86.8 0.1546 49.17 103.37 107.17 
 

 
Non-Objectionable (1) 0.9645 24.2 8.00 111.9 79.7 0.2230 35.87 103.67 107.49 

 
 

Non-Objectionable (2) 0.9645 24.2 7.20 114.8 83.4 0.1886 38.18 103.67 107.49 
 

 
Non-Objectionable (3) 0.9645 24.2 7.70 115.0 83.1 0.1914 40.24 103.67 107.49 

 
 

Non-Objectionable (4) 0.9645 24.2 7.30 114.7 83.2 0.1904 38.33 103.67 107.49 
 

 
Non-Objectionable (5) 0.9645 24.2 5.20 116.7 87.3 0.1523 34.14 103.67 107.49 

 
 

Objectionable - TOTAL     15.00     0.2830       
 

 
TOTAL WOOD     50.40     1.229       

 
 

                    
 

 
Sta. 170+00 P/S                   

 
 

Objectionable 0.9645 24.2 2.54 124.2 97.5 0.0551 46.09 103.37 107.17 
 

 
Non-Objectionable (1) 0.9645 24.3 6.40 116.4 85.7 0.1670 38.33 103.67 107.62 

 
 

Non-Objectionable (2) 0.9645 24.3 6.70 116.3 85.3 0.1707 39.25 103.67 107.62 
 

 
Non-Objectionable (3) 0.9645 24.3 7.10 117.0 85.6 0.1679 42.29 103.67 107.62 

 
 

Non-Objectionable (4) 0.9645 24.3 6.30 116.2 85.6 0.1679 37.52 103.67 107.62 
 

 
Non-Objectionable (5) 0.9645 24.3 2.90 122.0 94.8 0.0824 35.19 103.67 107.62 

 

 
TOTAL WOOD     31.94     0.811       

 
            Phase I Trenching:  Wood Measurement Tables. 
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Depth 
Range 

Total 
Wt. 

(Lb.) 

Tare 
Wt. 

(Lb.) Total 
Wood Wt 

Before 
Sorting 
(Lbs.) 

Wood Sample Count Non Wood Sample Wood Sample Wt. (Lbs.) 
Total Wt. 

Wood 
After 

Sorting 
(Lbs.) 

Lab Tested Total 
Volume of 

Objectionable 
Wood (cu ft) 

Lab Tested Total 
Volume of 

Objectionable 
Wood (cu yd) 

Surveyed volume 
of Layer 
(cu yd) 

Lab Tested  
Objectionable 

Wood % of Total 
Volume of  Layer 

Surveyed Total 
Trench Volume (cu 

yd) 
Sta. SIDE O/S < 3" 3" - 6" 6" - 12" > 12" Objectionables Count Type < 6" 6" - 12" > 12" 

                                        

1.41 F/S 21                                   
0' - 1.1' 17.2 14.4 2.80 2 8 5 1 1 1 Steel Pipe 0.37 0.35 1.99 2.71 0.040 0.001 3.562 0.042 12.632 

                                        

1.1' - 2.1' 11.5 1.05 10.45 6 33 16 4 1 - - 1.79 2.93 5.70 10.42 0.073 0.003 2.354 0.115   

                                        

2.1' - 3' 6.2 1.01 5.19 16 56 23 2 - - - 2.52 2.63 0.10 5.25     1.577     

                                        

3' - 4' 7.9 1.16 6.74 31 69 23 - - 1 Brick 2.77 3.98 0.00 6.75     2.269     

                                        

4' - 5' 8.4 1.78 6.62 24 47 16 2 - 1 Stone 3.07 3.29 0.39 6.75     2.871     

                      10.52 13.18 8.18 31.88           
4.42 P/S 34                                   

Wedge 18.9 2.27 16.63 5 28 17 16 2 - - 1.91 5.76 8.98 16.65 
0.057 0.002 2.918 0.072 9.318 

          

                                        

0' - 1' 1.44 0.7 0.74 - 6 4 1 - 1 Brick 0.46 0.27 0.02 0.75     3.201     

                                        

1' - 2' 4.42 0.93 3.49 - - 1 1 1 2 Brick, Stone 0.00 0.28 3.20 3.48 0.077 0.003 1.748 0.164   

                                        

2' - 3' 49.65 38.35 11.3 8 11 5 5 3 4 Concrete 0.79 1.86 8.58 11.23 
0.104 0.004 1.451 0.265   

          
          

                      3.16 8.17 20.78 32.11           
9.8 F/S 49                                   

0' - 1' 2.42 0.14 2.28 11 32 6 - - - - 1.25 1.01 0.00 2.26     3.062   10.532 

                                        

1' - 2' 4.36 0.39 3.97 11 22 8 - - 1 Brick 1.38 2.57 0.00 3.95     2.201     

                                        

2' - 3' 2.55 0.11 2.44 5 13 5 1 - - - 0.81 0.93 0.69 2.43     2.110     

                                        

3' - 4' 2.41 0.19 2.22 10 16 8 1 - - - 1.04 1.14 0.02 2.2     2.056     

                                        

4' - 5' 1.18 0.08 1.10 2 8 6 2 - - - 0.44 0.43 0.24 1.11     1.104     

                      4.92 6.08 0.95 11.95           
21.95 C/L -                                   
0' - 1' 0.77 0.21 0.56 1 6 3 - - - - 0.25 0.31 0.00 0.56     2.950   11.666 

                                        

1' - 2' 0.36 0.07 0.29 - 1 3 - - - - 0.02 0.28 0.00 0.3     1.822     

                                        

2' - 3' 20.3 17.6 2.70 1 8 3 1 1 1 Concrete 0.39 0.74 1.53 2.66 0.043 0.002 1.912 0.082   

                                        

3' - 4' 3.14 0.77 2.37 1 24 6 1 - 1 Brick 1.14 0.53 0.69 2.36     2.675     

                                        

4' - 5' 0.92 0.6 0.32 1 4 - - - 1 Brick 0.32 0.00 0.00 0.32     0.923     

                                        

5' - 6' 6.37 0.64 5.73 9 29 10 1 1 1 Brick 2.11 1.71 1.88 5.7 0.044 0.002 1.383 0.118   

                      4.23 3.57 4.10 11.90           

Phase II Trenching  Wood Measurement Tables 
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Depth 
Range 

Total 
Wt. 

(Lb.) 

Tare 
Wt. 

(Lb.) Total 
Wood Wt 

Before 
Sorting 
(Lbs.) 

Wood Sample Count Non Wood Sample Wood Sample Wt. (Lbs.) 
Tot Wt. 
Wood 
After 

Sorting 
(Lbs.) 

Lab Tested Total 
Volume of 

Objectionable 
Wood (cu ft) 

Lab Tested Total 
Volume of 

Objectionable 
Wood (cu yd) 

Surveyed volume 
of Layer 
(cu yd) 

Lab Tested  
Objectionable 

Wood % of Total 
Volume of  Layer 

Surveyed Total 
Trench Volume (cu 

yd) 
Sta. SIDE O/S < 3" 3" - 6" 6" - 12" > 12" Objectionables Count Type < 6" 6" - 12" > 12" 

                                        
27.25 F/S 80                                   
0' - 1' 4.17 2.33 1.84 - 12 5 - - 1 Stone 0.44 1.39 0.00 1.83     3.577   11.259 

                                        
1' - 2' 4.72 0.4 4.32 7 15 4 1 - - - 1.60 0.77 1.93 4.3     3.152     

                                        
2' - 3' 3.52 0.28 3.24 1 17 5 5 1 - - 1.15 0.73 1.34 3.22 0.022 0.001 2.583 0.031   

                                        
3' - 4' 3.87 0.21 3.66 8 22 9 3 - - - 1.07 1.11 1.33 3.51     1.977     

                      4.26 4.00 4.60 12.86           
29.5 F/S 13                                   
0' - 1' 19.9 19.45 0.45 4 7 2 - - 1 Concrete 0.37 0.13 0.00 0.5     4.534   19.176 

                                        

1' - 2' 6.69 4.44 2.25 11 16 5 - - 4 Concrete 1.34 0.90 0.00 2.24     4.072     

                                        

2' - 3' 5.89 1.51 4.38 6 42 12 2 1 4 Stones 2.33 0.94 1.07 4.34 0.021 0.001 3.611 0.022   

                                        

3' - 4.5' 4.13 0.55 3.58 6 24 12 5 - - - 0.82 2.46 0.28 3.56     4.723     

                                        
4.5' - 5' 7.24 0.74 6.50 12 34 19 2 - 1 1 2.61 3.70 0.14 6.45     1.343     

                      7.47 8.13 1.49 17.09           
32.29 F/S 110                                   
0' - 1' 4.62 0.55 4.07 5 18 13 - - - - 1.36 2.69 0.00 4.05     3.467   13.374 

                                        

1' - 2' 4.14 0.21 3.93 2 13 9 - - 1 Metal 0.74 3.16 0.00 3.9     3.158     

                                        

2' - 3' 4.47 1.09 3.38 6 8 9 2 - 1 Plastic 0.22 1.16 1.98 3.36     2.663     

                                        

3' - 4' - - - - - - - - - - - - - -     2.194     

                                        

4' - 5' - - - - - - - - - - - - - -     1.893     

                      2.32 7.01 1.98 11.31           
37.23 P/S 139                                   
0' - 1' 0.92 0.15 0.77 1 4 3 1 - - - 0.29 0.22 0.23 0.74     3.273   9.206 

                                        

1' - 2' 2.23 0.19 2.04 - 4 5 2 1 - - 0.13 0.31 1.60 2.04 0.026 0.001 1.998 0.048   

                                        

2'-3' - - - - - - - - - - - - - -     3.039     

                                        

3'-4' - - - - - - - - - - - - - -     0.896     

                      0.42 0.53 1.83 2.78           
39.9 F/S 120                                   
0' - 1' 0.89 0.09 0.80 4 8 4 1 - - - 0.35 0.42 0.02 0.79     3.865   8.960 

                                        

1'-2' - - - - - - - - - - - - - -     1.653     

                                        

2' - 3' 0.14 0.08 0.06 - - - 1 - - - 0.00 0.00 0.06 0.06     1.220     

                                        

3' - 4' 0.34 0.13 0.21 - - - 1 - - - 0.00 0.00 0.21 0.21     2.221     

                      0.35 0.42 0.29 1.06           
Phase II Trenching  Wood Measurement Tables 
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Depth 
Range 

Total 
Wt. 

(Lb.) 

Tare 
Wt. 

(Lb.) 
Total 

Wood Wt 
Before 
Sorting 
(Lbs.) 

Wood Sample Count Non Wood Sample Wood Sample Wt. (Lbs.) 
Total Wt. 

Wood 
After 

Sorting 
(Lbs.) 

Lab Tested Total 
Volume of 

Objectionable 
Wood (cu ft) 

Lab Tested Total 
Volume of 

Objectionable 
Wood (cu yd) 

Surveyed volume 
of Layer 
(cu yd) 

Lab Tested  
Objectionable 

Wood % of Total 
Volume of  Layer 

Surveyed Total 
Trench Volume (cu 

yd) 
Sta. SIDE O/S < 3" 3" - 6" 6" - 12" > 12" Objectionables Count Type < 6" 6" - 12" > 12" 

                                        
40.51 F/S 38                                   

0' - 1' 19.6 4.18 15.42 12 24 16 3 2 2 Stones 1.12 2.83 11.35 15.3 
0.244 0.009 2.825 0.319 11.417 

          

                                        

1' - 2' 5.55 1.36 4.19 6 20 10 2 - - - 1.20 2.17 0.78 4.15     2.305     

                                        

2' - 3' 4.68 1.3 3.38 6 12 5 3 2 1 Metal 0.48 0.33 2.56 3.37 
0.043 0.002 2.498 0.064   

          

                                        

3' - 4' 1.86 0.26 1.60 - 8 5 2 - - - 0.30 0.76 0.54 1.6     1.806     

                                        

4' -5' 0.35 0.14 0.21 - 1 3 - - - - 0.06 0.15 0.00 0.21     1.983     

                      3.16 6.24 15.23 24.63           
66.88 C/L -                                   
0' - 1' 2.57 0.59 1.98 1 9 14 1 - 1 Metal 0.35 1.56 0.05 1.96     2.898   7.246 

                                        

1' - 2' 4.28 0.69 3.59 1 2 6 1 - 1 Shell 0.06 3.19 0.31 3.56     1.612     

                                        

2' - 3' 0.59 0.14 0.45 2 3 1 - - - - 0.16 0.29 0.00 0.45     1.845     

                                        

3' - 3.5' 1.13 0.53 0.60 - 1 - 2 - 1 Stone 0.07 0.00 0.52 0.59     0.890     

                      0.64 5.04 0.88 6.56           
70 C/L -                                   

0' - 1' 1.73 0.35 1.38 1 7 6 - - 1 Shell 0.70 0.67 0.00 1.37     2.049   7.009 

                                        

1' - 2' 0.6 0.14 0.46 - 4 2 - - - - 0.14 0.32 0.00 0.46     2.181     

                                        

2' - 3' 1.29 0.15 1.14 - 8 4 1 1 - - 0.25 0.32 0.56 1.13 0.021 0.001 2.063 0.038   

                                        

3' - 4' 1.7 0.71 0.99 - 4 7 - - - - 0.17 0.80 0.00 0.97     0.715     

                      1.26 2.11 0.56 3.93           
71.39 P/S 36                                   

Wedge 16.6 16.6 0.00 - - - - - 2 Concrete - - - -     0.771   7.370 

                                        

0' - 1' 5.02 0.68 4.34 - 11 2 5 1 2 Wire, Tile 0.48 0.17 3.67 4.32 0.077 0.003 2.748 0.103   

                                        

1' - 2' 18.7 18.4 0.30 - - 4 - - 2 Concrete 0.00 0.24 0.00 0.24     1.831     

                                        

2' - 3' 65.6 61 4.60 10 8 12 - - 11 Concrete 0.27 4.29 0.00 4.56     2.020     

                      0.75 4.70 3.67 9.12           
97 C/L -                                   

0' - 1' 3.96 0.6 3.36 6 26 14 2 1 - - 0.85 1.01 1.46 3.32 0.048 0.002 2.914 0.061 8.828 

                                        

1' - 2' 6.14 2.33 3.81 2 30 19 3 1 1 Brick 1.22 1.92 0.65 3.79 0.024 0.001 1.954 0.046   

                                        

2' - 3' 12.25 1.94 10.31 15 25 19 1 1 - - 0.91 4.21 5.35 10.47 0.136 0.005 2.485 0.203   

                                        

3' - 4' 11 1.31 9.69 2 19 16 8 2 - - 1.27 2.43 6.11 9.81 
0.077 0.003 1.475 0.193   

          

                      4.25 9.57 13.57 27.39           

Phase II Trenching  Wood Measurement Tables 
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Depth 
Range 

Total 
Wt. 

(Lb.) 

Tare 
Wt. 

(Lb.) 

Total 
Wood Wt 

Before 
Sorting 
(Lbs.) 

Wood Sample Count Non Wood Sample Wood Sample Wt. (Lbs.) 

Total Wt. 
Wood 
After 

Sorting 
(Lbs.) 

Lab Tested Total 
Volume of 

Objectionable 
Wood (cu ft) 

Lab Tested Total 
Volume of 

Objectionable 
Wood (cu yd) 

Surveyed volume 
of Layer 
(cu yd) 

Lab Tested  
Objectionable 

Wood % of Total 
Volume of  Layer 

Surveyed Total 
Trench Volume (cu 

yd) Sta. SIDE O/S < 3" 3" - 6" 6" - 12" > 12" Objectionables Count Type < 6" 6" - 12" > 12" 

                                        
104.51 P/S 149                                   
0' - 1' 6.66 2.64 4.02 6 23 19 2 1 2 Metal 0.93 1.87 1.17 3.97 0.029 0.001 3.635 0.030 10.755 

                                        

1' - 2' 7.17 0.76 6.41 - 32 15 1 1 2 Brick 1.74 3.78 0.87 6.39 0.021 0.001 2.689 0.028   

                                        

2' - 3' 17.9 2.15 15.75 1 22 21 4 4 1 Brick 2.24 6.4 7.22 15.86 

0.140 0.005 2.202 0.236   
          
          
          

                                        

3' - 4' 5.68 0.44 5.24 - 11 10 3 2 - - 0.77 1.56 2.9 5.23 
0.069 0.003 2.230 0.115   
0.069 0.003       

                      5.68 13.61 12.16 31.45           
108.18 P/S 60                                   

0' -1' 39.85 8.71 31.14 2 14 29 13 5 - - 0.73 8 22.2 30.93 

0.394 0.015 3.577 0.408 9.923 
          
          
          
          

                                        

1' - 2' 0.89 0.45 0.44 - 1 3 - - - - 0.13 0.31 0.00 0.44     3.180     

                                        

2' - 3' 0.5 0.34 0.16 2 1 1 - - - - 0.08 0.08 0.00 0.16     1.963     

                                        

3' - 3.5' 0.33 0.21 0.12 - - 1 - - - - 0.00 0.13 0.00 0.13     1.202     

                      0.94 8.52 22.20 31.66           
109.3 P/S 33                                   

Wedge 9.55 0.9 8.65 9 14 24 6 1 1 Cloth 0.39 4.59 3.71 8.69 0.043 0.002 0.903 0.177 7.770 

                                        

0' - 1' 6.14 0.51 5.63 1 9 12 6 2 - - 0.48 1.36 3.74 5.58 
0.060 0.002 3.773 0.059   

          

                                        

1' - 2' 0.78 0.06 0.72 1 - 1 1 - - - 0.11 0.54 0.07 0.72     1.559     

                                        

2' - 3' 0.29 0.13 0.16 1 1 1 1 - - - 0.02 0.01 0.13 0.16     1.535     

                      1.00 6.50 7.65 15.15           
120.39 P/S 69                                   

0 - 1' 51.08 14.62 36.46 4 34 61 25 4 1 Brick 1.87 16.44 18.15 36.46 

0.217 0.008 4.734 0.170 12.720 
  0.000       
  0.000       
  0.000       

                                        

1' - 2' 6.3 0.97 5.33 2 3 7 4 1 1 Concrete 0.06 1.10 4.15 5.31 0.032 0.001 2.270 0.052   

                                        

2' - 3' 11.95 1.15 10.8 - 5 7 5 4 - - 0.12 1.98 8.6 10.70 

0.171 0.006 2.916 0.217   
  0.000       
  0.000       
  0.000       

                                        
3' - 4' 10.16 2.2 7.96 3 9 11 4 1 2 Stones 0.83 2.53 4.57 7.93 0.046 0.002 2.800 0.061   

                      2.88 22.05 35.47 60.40           

Phase II Trenching  Wood Measurement Tables 
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Depth 
Range 

Total 
Wt. 

(Lb.) 

Tare 
Wt. 

(Lb.) Total 
Wood Wt 

Before 
Sorting 
(Lbs.) 

Wood Sample Count Non Wood Sample Wood Sample Wt. (Lbs.) 
Total Wt. 

Wood 
After 

Sorting 
(Lbs.) 

Lab Tested Total 
Volume of 

Objectionable 
Wood (cu ft) 

Lab Tested Total 
Volume of 

Objectionable 
Wood (cu yd) 

Surveyed volume 
of Layer 
(cu yd) 

Lab Tested  
Objectionable 

Wood % of Total 
Volume of  Layer 

Surveyed Total 
Trench Volume (cu 

yd) 
Sta. SIDE O/S < 3" 3" - 6" 6" - 12" > 12" Objectionables Count Type < 6" 6" - 12" > 12" 

                                        
121.46 P/S 15                                   
0 - 1' 22.9 13.35 9.55 2 11 22 3 1 1 Metal Hook 0.92 4.80 3.75 9.47 0.060 0.002 3.243 0.068 9.314 

                                        

1' - 2' 4.69 0.58 4.11 - 7 1 1 1 - - 0.31 0.04 3.76 4.11 0.051 0.002 2.480 0.076   

                                        

2' - 3' 3.01 0.42 2.59 - 4 5 1 - - - 0.34 1.02 1.22 2.58     2.643     

                                        

3' - 3.5' 1.4 0.22 1.18 1 - 5 - - - - 0.07 1.10 0.00 1.17     0.947     

                      1.64 6.96 8.73 17.33           
136.07 C/L -                                   
0 - 1' 8.73 1.38 7.35 - 10 15 7 1 - - 0.55 1.15 5.62 7.32 0.106 0.004 2.138 0.184 10.245 

                                        

1' - 2' 5.41 2.88 2.53 1 5 6 1 - 1 Concrete 0.13 2.38 0.01 2.52     2.634     

                                        

2' - 3' 0.9 0.29 0.61 - 3 4 - - - - 0.13 0.47 0.00 0.6     2.792     

                                        

3' - 4' (left) 0.68 0 0.68 - 5 2 - - - - 0.21 0.47 0.00 0.68     2.681     

                                        

3' - 5' (right) 0.84 0.49 0.35 2 5 2 - - 1 Concrete 0.14 0.21 0.00 0.35     "no survey"     

                      1.16 4.68 5.63 11.47           
141.46 P/S 118                                   
0' - 1' 0.93 0.16 0.77 1 6 7 - - - - 0.24 0.53 0.00 0.77     2.904   9.851 

                                        

1' - 2' 2.14 0.29 1.85 - 6 7 - - - - 0.40 1.44 0.00 1.84     2.625     

                                        

2' - 3' 2.07 0.2 1.87 8 19 6 - - - - 1.17 0.69 0.00 1.86     1.828     

                                        

3' - 4' 1.19 0.2 0.99 2 10 5 - - 1 Hose 0.40 0.58 0.00 0.98     2.494     

                      2.21 3.24 0.00 5.45           
154.5 F/S 12   
0' - 1' 0.94 0.2 0.74 1 10 3 - - - - 0.39 0.29 0.00 0.68     2.970   16.368 

                                        

1' - 2' 2.73 0.43 2.30 16 26 9 - - 1 Stone 1.09 1.21 0.00 2.3     4.265     

                                        

2' - 3' 16.4 1.6 14.8 8 29 11 2 2 1 Stone 1.65 1.44 11.65 14.74 
0.191 0.007 3.116 0.227   

  0.000       

                                        

3' - 4' 9 0.4 8.60 7 32 18 2 1 - - 2.01 4.93 1.61 8.55 0.034 0.001 2.587 0.049   

                                        

4' - 5' 32.1 5.13 26.97 23 67 37 6 4 - - 3.54 7.26 15.95 26.75 

0.313 0.012 3.430 0.337   
          
          
          

                      8.68 15.13 29.21 53.02           

Phase II Trenching  Wood Measurement Tables 
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Depth 
Range 

Total 
Wt. 

(Lb.) 

Tare 
Wt. 

(Lb.) Total 
Wood Wt 

Before 
Sorting 
(Lbs.) 

Wood Sample Count Non Wood Sample Wood Sample Wt. (Lbs.) 
Total Wt. 

Wood 
After 

Sorting 
(Lbs.) 

Lab Tested Total 
Volume of 

Objectionable 
Wood (cu ft) 

Lab Tested Total 
Volume of 

Objectionable 
Wood (cu yd) 

Surveyed volume 
of Layer 
(cu yd) 

Lab Tested  
Objectionable 

Wood % of Total 
Volume of  Layer 

Surveyed Total 
Trench Volume (cu 

yd) 
Sta. SIDE O/S < 3" 3" - 6" 6" - 12" > 12" Objectionables Count Type < 6" 6" - 12" > 12" 

                                        
162.5 C/L -                                   
0' - 1' 2.51 0.48 2.03 5 17 5 - - - - 1.02 1.01 0.00 2.03     3.416   14.327 

                                        

1' - 2' 1.66 0.28 1.38 2 10 5 1 - - - 0.36 0.73 0.29 1.38     3.219     

                                        

2' - 3' 8.77 1.11 7.66 9 32 15 - - - - 2.17 5.45 0.00 7.62     2.770     

                                        

3' - 4' 18.25 1.19 17.06 17 58 30 4 1 1 PVC Pipe 4.99 8.23 3.86 17.08 0.057 0.002 2.449 0.086   

                                        

4' - 5' 18.7 2.23 16.47 18 73 43 5 1 - - 5.22 6.33 4.88 16.43 0.053 0.002 2.472     

                      13.76 21.75 9.03 44.54           
165.08 P/S 31                                   
0 - 1' 4.13 0.67 3.46 3 14 15 1 - - - 0.30 3.13 0.01 3.44     3.400   8.055 

                                        

1' - 2' 19 5.75 13.25 4 23 21 6 1 1 Concrete 1.25 2.15 10.50 13.9 0.217 0.008 3.238 0.248   

                                        

2' - 3' 1.83 0.23 1.60 - 4 5 - - - - 0.58 1.02 0.00 1.6     1.417     

                      2.13 6.30 10.51 18.94           
166.9 C/L -                                   
0' - 1' 9.34 1.57 7.77 9 26 30 2 - - - 1.03 6.22 0.47 7.72     3.536   10.179 

                                        

1' - 2' 6.15 1.76 4.39 4 15 12 3 1 1 Metal 0.47 1.12 2.77 4.36 0.047 0.002 1.948 0.089   

                                        

2' - 3' 5.96 0.99 4.97 4 30 8 1 1 - - 1.84 2.23 0.88 4.95 0.031 0.001 2.689 0.043   

                                        

3' - 4' 19.4 4.97 14.43 1 31 29 6 2 1 Brick 1.63 7.91 4.96 14.5 
0.074 0.003 2.006 0.136   

  0.000       

                      4.97 17.48 9.08 31.53           
172.08 P/S 55                                   
0 - 1' 3.36 0.62 2.74 - 5 6 1 - - - 0.58 1.89 0.26 2.73     3.206   7.348 

                                        

1' - 2' 3.86 0.68 3.18 1 10 15 3 - - - 0.59 2.06 0.50 3.15     2.133     

                                        

2' - 3' 34.6 7.64 26.96 1 7 31 20 6 4 Concrete, Brick, 
Hose 0.68 7.03 18.95 26.66 

0.238 0.009 2.010 0.439   
  0.000       
  0.000       
  0.000       
  0.000       
  0.000       

                      1.85 10.98 19.71 32.54           

Phase II Trenching  Wood Measurement Tables 
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Depth 
Range 

Total 
Wt. 

(Lb.) 

Tare 
Wt. 

(Lb.) Total 
Wood Wt 

Before 
Sorting 
(Lbs.) 

Wood Sample Count Non Wood Sample Wood Sample Wt. (Lbs.) 
Total Wt. 

Wood 
After 

Sorting 
(Lbs.) 

Lab Tested Total 
Volume of 

Objectionable 
Wood (cu ft) 

Lab Tested Total 
Volume of 

Objectionable 
Wood (cu yd) 

Surveyed volume 
of Layer 
(cu yd) 

Lab Tested  
Objectionable 

Wood % of Total 
Volume of  Layer 

Surveyed Total 
Trench Volume (cu 

yd) 
Sta. SIDE O/S < 3" 3" - 6" 6" - 12" > 12" Objectionables Count Type < 6" 6" - 12" > 12" 

                                        
174 C/L -                                   

0 - 1' 5.61 1.09 4.52 - 10 17 - - - - 0.69 3.81 0.00 4.5     4.514   16.093 

                                        

1' - 2' 11.71 3.5 8.21 2 14 14 1 1 - - 1.59 4.13 2.47 8.19 0.044 0.002 4.838 0.033   

                                        

2' - 3' 34.55 4.06 30.49 7 35 33 5 3 - - 5.23 15.86 9.39 30.48 
0.125 0.005 3.471 0.133   

  0.000       
  0.000       

                                        

3' - 4' 15.65 1.86 13.79 3 20 27 3 2 - - 2.33 7.69 3.84 13.86 
0.065 0.002 3.269 0.073   

  0.000       

                      9.84 31.49 15.70 57.03           
179.8 C/L -                                   
0 - 1' 10.53 1.38 9.15 5 13 8 3 1 2 Shells 1.18 1.75 6.17 9.1 0.074 0.003 4.287 0.064 16.098 

                                        

1' - 2' 19 1.35 17.65 1 20 11 1 1 1 Brick 1.82 3.30 12.63 17.75 0.290 0.011 3.367 0.319   

                                        

2' - 3' 14.9 2.12 12.78 9 43 30 2 1 1 Concrete 2.88 7.44 2.52 12.84 0.047 0.002 3.881 0.045   

                                        

3' - 4' 38.26 6.32 31.94 53 121 85 11 5 3 Concrete, Brick 5.46 14.70 11.64 31.8 

0.198 0.007 4.563 0.161   
  0.000       
  0.000       
  0.000       
  0.000       

                      11.34 27.19 32.96 71.49           
180.01 P/S 187                                   
0 - 1' 4.73 0.89 3.84 1 8 14 1 - - - 0.30 3.40 0.12 3.82     3.839   12.189 

                                        

1' - 2' 15.15 1.97 13.18 - 6 16 8 1 - - 0.36 5.28 7.57 13.21 0.111 0.004 3.281 0.125   

                                        

2' - 3' 16.3 3.04 13.26 3 42 39 5 1 1 Brick 3.03 6.67 3.64 13.34 0.047 0.002 2.943 0.059   

                                        

3' - 3.5' 15.3 2.09 13.21 5 12 17 4 3 - - 0.69 2 10.66 13.35 
          

0.222 0.008 2.126 0.387   
          

                      4.38 17.35 21.99 43.72           

Phase II Trenching  Wood Measurement Tables 
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