
Laboratory Test ID
USACE Contract Number Contractor
Project Date
Source of Material NE STOCKPILE Feature Visual Description (ASTM D 2488) BR. CL.
Station Offset Lift Number
X-Coordinate Y-Coordinate Elevation (ft)
Test Method D698 Preparation Method WET As-Received Moisture Content
Hand / Mechanical Rammer HAND Specific Gravity 2.65
Percent Retained - No. 4 Sieve 0 Percent Retained - 3/8" Sieve 
Percent Retained - 3/4" Sieve 0 Oversize Fraction ASTM D 3718 Correction - Yes/No NO
Tested By B. LANDERS Checked By G. LECOQ Submitted By G. LECOQ
Test Sequence Number 1 2 3 4 5
a. Mold Number
b. Mass of Mold (g) 2017.3 2017.3 2017.3 2017.3 2017.3
c. Volume of Mold (cf) 0.0333 0.0333 0.0333 0.0333 0.0333
d. Mass of Wet Soil+Mold (g) 3777.5 3828.5 3829.7 3794.1 3759.9
e. Mass of Wet Soil (g) 1760.2 1811.2 1812.4 1776.8 1742.6
f.  Wet Unit Weight (lbs/cf) 116.5 119.9 120.0 117.6 115.4
g. Container No. DT30 DT04 DT27 DT14 DT25
h. Mass of Tare (g) 203.30 233.50 209.70 245.10 205.80
i. Mass of Wet Soil+Tare (g) 390.40 408.30 375.00 407.40 415.00
j. Mass of Dry Soil+Tare (g) 353.60 371.80 338.40 370.00 364.60
k. Mass of Water (g) 36.80 36.50 36.60 37.40 50.40
l. Mass of Dry Soil (g) 150.30 138.30 128.70 124.90 158.80
m Moisture Content % 24 5 26 4 28 4 29 9 31 7

Compaction - Moisture Density Relationship - ASTM D 698

TOLUNAY-WONG ENGINEERS
W912P8-09-D-0046 0008
WBV-14c.2 PHASE 2, FIRST LIFT

Specific Gravity Method:  As Tested 
or Estimated

ESTIMATED

PHYLWAY
2609-001

7/16/2010

m. Moisture Content %  24.5 26.4 28.4 29.9 31.7
n. Dry Unit Weight (lbs/cf) 93.6 94.9 93.4 90.5 87.6

Compaction Curve Control No. 2609 CURVE 1
Optimum Moisture Content (%) 26.2
Max. Dry Unit Weight (lbs/cf) 94.5

Classification of Sample FAT CLAY

Liquid Limit 64
Plastic Limit 23

Plasticity Index 41
Symbol From Plastic Chart: CL

% Passing 200 98.2
% Passing No. 4 100

Liquid And Plastic Limits

Test Results

Average Curve 1 & 2, Maximum Dry Unit Weight = 95.1, Optimum Moisture = 26.4%Remarks:
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Laboratory Test ID
USACE Contract Number Contractor
Project Date
Source of Material NE STOCKPILE Feature Visual Description (ASTM D 2488) BR.  CL.
Station Offset Lift Number
X-Coordinate Y-Coordinate Elevation (ft)
Test Method D698 Preparation Method WET As-Received Moisture Content
Hand / Mechanical Rammer HAND Specific Gravity 2.65
Percent Retained - No. 4 Sieve 0 Percent Retained - 3/8" Sieve 0
Percent Retained - 3/4" Sieve 0 Oversize Fraction ASTM D 3718 Correction - Yes/No NO
Tested By B. LANDERS Checked By G. LECOQ Submitted By G. LECOQ
Test Sequence Number 1 2 3 4 5
a. Mold Number
b. Mass of Mold (g) 2017.3 2017.3 2017.3 2017.3 2017.3
c. Volume of Mold (cf) 0.0333 0.0333 0.0333 0.0333 0.0333
d. Mass of Wet Soil+Mold (g) 3775.9 3825.3 3828.1 3794.4 3761.1
e. Mass of Wet Soil (g) 1758.6 1808.0 1810.8 1777.1 1743.8
f.  Wet Unit Weight (lbs/cf) 116.4 119.7 119.9 117.7 115.4
g. Container No. DT21 DT02 DT20 DT11 DT24
h. Mass of Tare (g) 211.50 178.90 212.50 181.00 206.50
i. Mass of Wet Soil+Tare (g) 462.70 376.00 410.80 412.10 525.60
j. Mass of Dry Soil+Tare (g) 413.50 335.40 365.80 358.70 450.60
k. Mass of Water (g) 49.20 40.60 45.00 53.40 75.00
l. Mass of Dry Soil (g) 202.00 156.50 153.30 177.70 244.10
m Moisture Content % 24 4 25 9 29 4 30 1 30 7

PHYLWAY
2609-001

7/16/2010

Compaction - Moisture Density Relationship - ASTM D 698

TOLUNAY-WONG ENGINEERS
W912P8-09-D-0046 0008
WBV-14c.2 PHASE 2, FIRST LIFT

Specific Gravity Method:  As Tested 
or Estimated

ESTIMATED

m. Moisture Content %  24.4 25.9 29.4 30.1 30.7
n. Dry Unit Weight (lbs/cf) 93.6 95.0 92.7 90.5 88.3

Compaction Curve Control No. 2609 CURVE 2
Optimum Moisture Content (%) 26.6
Max. Dry Unit Weight (lbs/cf) 95.6

Classification of Sample LEAN CLAY

Liquid Limit 64
Plastic Limit 23

Plasticity Index 41
Symbol From Plastic Chart: CL

% Passing 200 98.2
% Passing No. 4 100

Test Results

Average Curve 1 & 2, Maximum Dry Unit Weight = 95.1 Optimum Moisture = 26.4%Remarks:

Liquid And Plastic Limits
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Laboratory Test ID
USACE Contract Number Contractor
Project Date
Source of Material NE NEW PIT Feature Visual Description (ASTM D 2488) BR. CL.
Station Offset Lift Number
X-Coordinate Y-Coordinate Elevation (ft)
Test Method D698 Preparation Method WET As-Received Moisture Content
Hand / Mechanical Rammer HAND Specific Gravity 2.65
Percent Retained - No. 4 Sieve 0 Percent Retained - 3/8" Sieve 
Percent Retained - 3/4" Sieve 0 Oversize Fraction ASTM D 3718 Correction - Yes/No NO
Tested By B. LANDERS Checked By G. LECOQ Submitted By G. LECOQ
Test Sequence Number 1 2 3 4 5
a. Mold Number
b. Mass of Mold (g) 2017.3 2017.3 2017.3 2017.3 2017.3
c. Volume of Mold (cf) 0.0333 0.0333 0.0333 0.0333 0.0333
d. Mass of Wet Soil+Mold (g) 3765.9 3866.2 3821.4 3776.3 3743.4
e. Mass of Wet Soil (g) 1748.6 1848.9 1804.1 1759.0 1726.1
f.  Wet Unit Weight (lbs/cf) 115.8 122.4 119.4 116.5 114.3
g. Container No. DT04 ML04 ML08 ML07 DT08
h. Mass of Tare (g) 233.50 233.00 265.10 258.30 187.40
i. Mass of Wet Soil+Tare (g) 430.40 458.70 415.30 466.10 459.50
j. Mass of Dry Soil+Tare (g) 393.30 413.70 383.84 416.70 392.70
k. Mass of Water (g) 37.10 45.00 31.46 49.40 66.80
l. Mass of Dry Soil (g) 159.80 180.70 118.74 158.40 205.30
m Moisture Content % 23 2 24 9 26 5 31 2 32 5

Compaction - Moisture Density Relationship - ASTM D 698

TOLUNAY-WONG ENGINEERS
W912P8-09-D-0046 0008
WBV-14c.2 PHASE 2, FIRST LIFT

Specific Gravity Method:  As Tested 
or Estimated

ESTIMATED

PHYLWAY
2610-002

7/16/2010

m. Moisture Content %  23.2 24.9 26.5 31.2 32.5
n. Dry Unit Weight (lbs/cf) 94.0 98.0 94.4 88.8 86.2

Compaction Curve Control No. 2610 CURVE 1
Optimum Moisture Content (%) 25.1
Max. Dry Unit Weight (lbs/cf) 94.7

Classification of Sample FAT CLAY

Liquid Limit 53
Plastic Limit 25

Plasticity Index 28
Symbol From Plastic Chart: CL

% Passing 200 97.2
% Passing No. 4 100

Liquid And Plastic Limits

Test Results

Average Curve 1 & 2, Maximum Dry Unit Weight = 94.6, Optimum Moisture = 25.0%Remarks:
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Laboratory Test ID
USACE Contract Number Contractor
Project Date
Source of Material NE NEW PIT Feature Visual Description (ASTM D 2488) BR.  CL.
Station Offset Lift Number
X-Coordinate Y-Coordinate Elevation (ft)
Test Method D698 Preparation Method WET As-Received Moisture Content
Hand / Mechanical Rammer HAND Specific Gravity 2.65
Percent Retained - No. 4 Sieve 0 Percent Retained - 3/8" Sieve 0
Percent Retained - 3/4" Sieve 0 Oversize Fraction ASTM D 3718 Correction - Yes/No NO
Tested By B. LANDERS Checked By G. LECOQ Submitted By G. LECOQ
Test Sequence Number 1 2 3 4 5
a. Mold Number
b. Mass of Mold (g) 2017.3 2017.3 2017.3 2017.3 2017.3
c. Volume of Mold (cf) 0.0333 0.0333 0.0333 0.0333 0.0333
d. Mass of Wet Soil+Mold (g) 3785.7 3805.9 3820.0 3777.6 3741.9
e. Mass of Wet Soil (g) 1768.4 1788.6 1802.7 1760.3 1724.6
f.  Wet Unit Weight (lbs/cf) 117.1 118.4 119.3 116.5 114.2
g. Container No. V4 ML02 ML11 ML01 ML12
h. Mass of Tare (g) 64.50 255.00 222.00 244.70 265.30
i. Mass of Wet Soil+Tare (g) 242.10 411.70 376.60 505.70 489.50
j. Mass of Dry Soil+Tare (g) 207.20 380.20 343.00 445.10 435.10
k. Mass of Water (g) 34.90 31.50 33.60 60.60 54.40
l. Mass of Dry Soil (g) 142.70 125.20 121.00 200.40 169.80
m Moisture Content % 24 5 25 2 27 8 30 2 32 0

PHYLWAY
2610-002

7/16/2010

Compaction - Moisture Density Relationship - ASTM D 698

TOLUNAY-WONG ENGINEERS
W912P8-09-D-0046 0008
WBV-14c.2 PHASE 2, FIRST LIFT

Specific Gravity Method:  As Tested 
or Estimated

ESTIMATED

m. Moisture Content %  24.5 25.2 27.8 30.2 32.0
n. Dry Unit Weight (lbs/cf) 94.1 94.6 93.4 89.5 86.5

Compaction Curve Control No. 2610 CURVE 2
Optimum Moisture Content (%) 24.9
Max. Dry Unit Weight (lbs/cf) 94.4

Classification of Sample FAT CLAY

Liquid Limit 53
Plastic Limit 25

Plasticity Index 28
Symbol From Plastic Chart: CL

% Passing 200 97.2
% Passing No. 4 100

Test Results

Average Curve 1 & 2, Maximum Dry Unit Weight = 94.6 Optimum Moisture = 25.0%Remarks:

Liquid And Plastic Limits
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Laboratory Test ID
USACE Contract Number Contractor
Project Date
Source of Material Sample B S.E. Corner of Stock Pile Feature Visual Description (ASTM D 2488) BR. CL.
Station Offset Lift Number
X-Coordinate Y-Coordinate Elevation (ft)
Test Method D698 Preparation Method WET As-Received Moisture Content
Hand / Mechanical Rammer HAND Specific Gravity 2.65
Percent Retained - No. 4 Sieve 0 Percent Retained - 3/8" Sieve 
Percent Retained - 3/4" Sieve 0 Oversize Fraction ASTM D 3718 Correction - Yes/No NO
Tested By B. LANDERS Checked By G. LECOQ Submitted By G. LECOQ
Test Sequence Number 1 2 3 4 5
a. Mold Number
b. Mass of Mold (g) 2017.3 2017.3 2017.3 2017.3 2017.3
c. Volume of Mold (cf) 0.0333 0.0333 0.0333 0.0333 0.0333
d. Mass of Wet Soil+Mold (g) 3703.1 3756.6 3783.8 3728.7 3683.7
e. Mass of Wet Soil (g) 1685.8 1739.3 1766.5 1711.4 1666.4
f.  Wet Unit Weight (lbs/cf) 111.6 115.1 116.9 113.3 110.3
g. Container No. DT20 DT14 DT25 DT30 ML10
h. Mass of Tare (g) 212.60 244.70 205.70 203.30 251.50
i. Mass of Wet Soil+Tare (g) 422.20 441.10 407.40 400.80 436.90
j. Mass of Dry Soil+Tare (g) 375.50 395.60 357.80 350.30 386.00
k. Mass of Water (g) 46.70 45.50 49.60 50.50 50.90
l. Mass of Dry Soil (g) 162.90 150.90 152.10 147.00 134.50
m Moisture Content % 28 7 30 2 32 6 34 4 37 8

Compaction - Moisture Density Relationship - ASTM D 698

TOLUNAY-WONG ENGINEERS
W912P8-09-D-0046 0008
WBV-14c.2 PHASE 2, FIRST LIFT

Specific Gravity Method:  As Tested 
or Estimated

ESTIMATED

PHYLWAY
2611-003

7/16/2010

m. Moisture Content %  28.7 30.2 32.6 34.4 37.8
n. Dry Unit Weight (lbs/cf) 86.7 88.5 88.2 84.3 80.0

Compaction Curve Control No. 2611 CURVE 1
Optimum Moisture Content (%) 30.7
Max. Dry Unit Weight (lbs/cf) 87.9

Classification of Sample FAT CLAY

Liquid Limit 78
Plastic Limit 28

Plasticity Index 50
Symbol From Plastic Chart: CL

% Passing 200 97.5
% Passing No. 4 100

Liquid And Plastic Limits

Test Results

Average Curve 1 & 2, Maximum Dry Unit Weight = 87.9, Optimum Moisture = 30.6%Remarks:
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Laboratory Test ID
USACE Contract Number Contractor
Project Date
Source of Material Sample B S.E. Corner of Stock Pile Feature Visual Description (ASTM D 2488) BR.  CL.
Station Offset Lift Number
X-Coordinate Y-Coordinate Elevation (ft)
Test Method D698 Preparation Method WET As-Received Moisture Content
Hand / Mechanical Rammer HAND Specific Gravity 2.65
Percent Retained - No. 4 Sieve 0 Percent Retained - 3/8" Sieve 0
Percent Retained - 3/4" Sieve 0 Oversize Fraction ASTM D 3718 Correction - Yes/No NO
Tested By B. LANDERS Checked By G. LECOQ Submitted By G. LECOQ
Test Sequence Number 1 2 3 4 5
a. Mold Number
b. Mass of Mold (g) 2017.3 2017.3 2017.3 2017.3 2017.3
c. Volume of Mold (cf) 0.0333 0.0333 0.0333 0.0333 0.0333
d. Mass of Wet Soil+Mold (g) 3702.9 3756.4 3781.8 3726.1 3682.1
e. Mass of Wet Soil (g) 1685.6 1739.1 1764.5 1708.8 1664.8
f.  Wet Unit Weight (lbs/cf) 111.6 115.1 116.8 113.1 110.2
g. Container No. DT27 DT01 DT08 DT21 ML06
h. Mass of Tare (g) 209.50 171.60 187.50 211.50 258.20
i. Mass of Wet Soil+Tare (g) 561.70 505.30 460.60 353.20 442.70
j. Mass of Dry Soil+Tare (g) 483.50 427.90 394.90 316.70 391.90
k. Mass of Water (g) 78.20 77.40 65.70 36.50 50.80
l. Mass of Dry Soil (g) 274.00 256.30 207.40 105.20 133.70
m Moisture Content % 28 5 30 2 31 7 34 7 38 0

PHYLWAY
2611-003

7/16/2010

Compaction - Moisture Density Relationship - ASTM D 698

TOLUNAY-WONG ENGINEERS
W912P8-09-D-0046 0008
WBV-14c.2 PHASE 2, FIRST LIFT

Specific Gravity Method:  As Tested 
or Estimated

ESTIMATED

m. Moisture Content %  28.5 30.2 31.7 34.7 38.0
n. Dry Unit Weight (lbs/cf) 86.8 88.4 88.7 84.0 79.9

Compaction Curve Control No. 2611 CURVE 2
Optimum Moisture Content (%) 30.4
Max. Dry Unit Weight (lbs/cf) 87.9

Classification of Sample FAT CLAY

Liquid Limit 78
Plastic Limit 28

Plasticity Index 50
Symbol From Plastic Chart: CL

% Passing 200 97.5
% Passing No. 4 100

Test Results

Average Curve 1 & 2, Maximum Dry Unit Weight = 87.9, Optimum Moisture = 30.6%Remarks:

Liquid And Plastic Limits
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Laboratory Test ID
USACE Contract Number Contractor
Project Date
Source of Material SOUTH END NEW PIT Feature Visual Description (ASTM D 2488) BR. SA. CL.
Station Offset Lift Number
X-Coordinate Y-Coordinate Elevation (ft)
Test Method D698 Preparation Method WET As-Received Moisture Content
Hand / Mechanical Rammer HAND Specific Gravity 2.65
Percent Retained - No. 4 Sieve 0 Percent Retained - 3/8" Sieve 
Percent Retained - 3/4" Sieve 0 Oversize Fraction ASTM D 3718 Correction - Yes/No NO
Tested By B. LANDERS Checked By G. LECOQ Submitted By G. LECOQ
Test Sequence Number 1 2 3 4 5
a. Mold Number
b. Mass of Mold (g) 2017.3 2017.3 2017.3 2017.3 2017.3
c. Volume of Mold (cf) 0.0333 0.0333 0.0333 0.0333 0.0333
d. Mass of Wet Soil+Mold (g) 3729.6 3863.2 3917.2 3877.7 3866.0
e. Mass of Wet Soil (g) 1712.3 1845.9 1899.9 1860.4 1848.7
f.  Wet Unit Weight (lbs/cf) 113.4 122.2 125.8 123.2 122.4
g. Container No. ML03 DT1 DT27 DT30 DT31
h. Mass of Tare (g) 251.70 171.90 209.70 203.30 211.00
i. Mass of Wet Soil+Tare (g) 367.30 339.00 415.90 424.40 558.70
j. Mass of Dry Soil+Tare (g) 352.30 314.80 382.10 383.40 490.90
k. Mass of Water (g) 15.00 24.20 33.80 41.00 67.80
l. Mass of Dry Soil (g) 100.60 142.90 172.40 180.10 279.90
m Moisture Content % 14 9 16 9 19 6 22 8 24 2

PHYLWAY
2641-004

7/27/2010

Compaction - Moisture Density Relationship - ASTM D 698

TOLUNAY-WONG ENGINEERS
W912P8-09-D-0046 0008
WBV-14c.2 PHASE 2, FIRST LIFT

Specific Gravity Method:  As Tested 
or Estimated

ESTIMATED

m. Moisture Content %  14.9 16.9 19.6 22.8 24.2
n. Dry Unit Weight (lbs/cf) 98.7 104.5 105.2 100.3 98.5

Compaction Curve Control No. 2641 Curve 1
Optimum Moisture Content (%) 19.3
Max. Dry Unit Weight (lbs/cf) 105.3

Classification of Sample LEAN CLAY

Liquid Limit 35
Plastic Limit 22

Plasticity Index 13
Symbol From Plastic Chart: CL

% Passing 200 93.7
% Passing No. 4 100

Test Results

Average Curve 1 & 2, Maximum Dry Unit Weight = 105.3, Optimum Moisture = 18.8%Remarks:

Liquid And Plastic Limits
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Laboratory Test ID
USACE Contract Number Contractor
Project Date
Source of Material SOUTH END NEW PIT Feature Visual Description (ASTM D 2488) BR. SA. CL.
Station Offset Lift Number
X-Coordinate Y-Coordinate Elevation (ft)
Test Method D698 Preparation Method WET As-Received Moisture Content
Hand / Mechanical Rammer HAND Specific Gravity 2.65
Percent Retained - No. 4 Sieve 0 Percent Retained - 3/8" Sieve 0
Percent Retained - 3/4" Sieve 0 Oversize Fraction ASTM D 3718 Correction - Yes/No NO
Tested By B. LANDERS Checked By G. LECOQ Submitted By G. LECOQ
Test Sequence Number 1 2 3 4 5
a. Mold Number
b. Mass of Mold (g) 2017.3 2017.3 2017.3 2017.3 2017.3
c. Volume of Mold (cf) 0.0333 0.0333 0.0333 0.0333 0.0333
d. Mass of Wet Soil+Mold (g) 3727.1 3865.9 3917.1 3874.0 3865.2
e. Mass of Wet Soil (g) 1709.8 1848.6 1899.8 1856.7 1847.9
f.  Wet Unit Weight (lbs/cf) 113.2 122.4 125.8 122.9 122.3
g. Container No. ML09 DT20 DT14 DT21 DT25
h. Mass of Tare (g) 257.40 212.90 245.20 211.60 205.70
i. Mass of Wet Soil+Tare (g) 361.70 398.10 478.80 476.50 434.20
j. Mass of Dry Soil+Tare (g) 348.80 371.70 440.50 428.50 389.80
k. Mass of Water (g) 12.90 26.40 38.30 48.00 44.40
l. Mass of Dry Soil (g) 91.40 158.80 195.30 216.90 184.10
m Moisture Content % 14 1 16 6 19 6 22 1 24 1

Compaction - Moisture Density Relationship - ASTM D 698

TOLUNAY-WONG ENGINEERS
W912P8-09-D-0046 0008
WBV-14c.2 PHASE 2, FIRST LIFT

Specific Gravity Method:  As Tested 
or Estimated

ESTIMATED

PHYLWAY
2641-004

7/27/2010

m. Moisture Content %  14.1 16.6 19.6 22.1 24.1
n. Dry Unit Weight (lbs/cf) 99.2 104.9 105.2 100.6 98.6

Compaction Curve Control No. 2641 Curve 2
Optimum Moisture Content (%) 18.7
Max. Dry Unit Weight (lbs/cf) 105.2

Classification of Sample LEAN CLAY

Liquid Limit 35
Plastic Limit 22

Plasticity Index 13
Symbol From Plastic Chart: CL

% Passing 200 93.7
% Passing No. 4 100

Liquid And Plastic Limits

Test Results

Average Curve 1 & 2, Maximum Dry Unit Weight = 105.3, Optimum Moisture = 18.8%Remarks:
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Laboratory Test ID
USACE Contract Number Contractor
Project Date
Source of Material WILLOW BEND PIT Feature EMBANKMENT Visual Description (ASTM D 2488) BR. CALY
Station FLOOD SIDE 177+00 Offset Lift Number 1
X-Coordinate Y-Coordinate Elevation (ft)
Test Method Method A Preparation Method WET As-Received Moisture Content 24.7
Hand / Mechanical Rammer Hand Specific Gravity 2.65
Percent Retained - No. 4 Sieve 0 Percent Retained - 3/8" Sieve 0
Percent Retained - 3/4" Sieve 0 Oversize Fraction ASTM D 3718 Correction - Yes/No No
Tested By B. LANDERS Checked By G. LeCoq Submitted By G. LeCoq
Test Sequence Number 1 2 3 4 5
a. Mold Number
b. Mass of Mold (g) 2017.2 2017.2 2017.2 2017.2 2017.2
c. Volume of Mold (cf) 0.0333 0.0333 0.0333 0.0333 0.0333
d. Mass of Wet Soil+Mold (g) 3614.2 3820.7 3844.5 3848.9 3819.0
e. Mass of Wet Soil (g) 1597.0 1803.5 1827.3 1831.7 1801.8
f.  Wet Unit Weight (lbs/cf) 105.7 119.4 121.0 121.3 119.3
g. Container No. DT47 DT01 DT20 DT40 DT42
h. Mass of Tare (g) 177.80 171.80 212.60 176.20 178.10
i. Mass of Wet Soil+Tare (g) 401.20 463.50 425.60 398.80 382.80
j. Mass of Dry Soil+Tare (g) 366.67 415.60 386.50 353.67 337.86
k. Mass of Water (g) 34.53 47.90 39.10 45.13 44.94
l. Mass of Dry Soil (g) 188.87 243.80 173.90 177.47 159.76
m Moisture Content % 18 3 19 6 22 5 25 4 28 1

Compaction - Moisture Density Relationship - ASTM D 698

TOLUNAY-WONG ENGINEERS
W912P8-09-D-0046 0008
WBV-14c.2 PHASE 2, FIRST LIFT

Specific Gravity Method:  As Tested 
or Estimated

ESTIMATED

PHYLWAY
2653-008

8/2/2010

m. Moisture Content %  18.3 19.6 22.5 25.4 28.1
n. Dry Unit Weight (lbs/cf) 89.4 99.8 98.8 96.7 93.1

Compaction Curve Control No. 2653-008 CURVE 1
Optimum Moisture Content (%) 23.1
Max. Dry Unit Weight (lbs/cf) 99.7

Classification of Sample FAT CLAY

Liquid Limit 59
Plastic Limit 24

Plasticity Index 35
Symbol From Plastic Chart: CH

% Passing 200 96.3
% Passing No. 4 100

Liquid And Plastic Limits

Test Results

AVG CURVE 1 & 2; MAX DRY UNIT WEIGHT = 99.7LBS/CF, OPT. MOISTURE = 23.1Remarks:

88.0
89.0
90.0
91.0
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Dry Unit Weight Scale
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Moisture Content % Scale
Min 22Max Change 

Graph Scale



Laboratory Test ID
USACE Contract Number Contractor
Project Date
Source of Material WILLOW BEND PIT Feature EMBANKMENT Visual Description (ASTM D 2488) BR. FAT CLAY
Station FLOOD SIDE 177+00 Offset Lift Number 1
X-Coordinate Y-Coordinate Elevation (ft)
Test Method Method A Preparation Method WET As-Received Moisture Content 24.7
Hand / Mechanical Rammer HAND Specific Gravity 2.65
Percent Retained - No. 4 Sieve 0 Percent Retained - 3/8" Sieve 0
Percent Retained - 3/4" Sieve 0 Oversize Fraction ASTM D 3718 Correction - Yes/No NO
Tested By B. LANDERS Checked By G. LECOQ Submitted By G. LECOQ
Test Sequence Number 1 2 3 4 5
a. Mold Number
b. Mass of Mold (g) 2017.2 2017.2 2017.2 2017.2 2017.2
c. Volume of Mold (cf) 0.0333 0.0333 0.0333 0.0333 0.0333
d. Mass of Wet Soil+Mold (g) 3613.4 3821.7 3846.9 3847.1 3817.5
e. Mass of Wet Soil (g) 1596.2 1804.5 1829.7 1829.9 1800.3
f.  Wet Unit Weight (lbs/cf) 105.7 119.5 121.1 121.1 119.2
g. Container No. DT46 DT21 DT24 DT41 DT43
h. Mass of Tare (g) 178.10 211.60 206.40 177.80 179.80
i. Mass of Wet Soil+Tare (g) 423.30 463.00 451.30 411.10 402.20
j. Mass of Dry Soil+Tare (g) 385.50 421.50 406.20 364.18 353.89
k. Mass of Water (g) 37.80 41.50 45.10 46.92 48.31
l. Mass of Dry Soil (g) 207.40 209.90 199.80 186.38 174.09
m Moisture Content % 18 2 19 8 22 6 25 2 27 8

PHYLWAY
2653-008

8/2/2010

Compaction - Moisture Density Relationship - ASTM D 698

TOLUNAY-WONG ENGINEERS
W912P8-09-D-0046 0008
WBV-14c.2 PHASE 2, FIRST LIFT

Specific Gravity Method:  As Tested 
or Estimated

ESTIMATED

m. Moisture Content %  18.2 19.8 22.6 25.2 27.8
n. Dry Unit Weight (lbs/cf) 89.4 99.7 98.8 96.8 93.3

Compaction Curve Control No. 2653-008 CURVE 2
Optimum Moisture Content (%) 23.2
Max. Dry Unit Weight (lbs/cf) 99.7

Classification of Sample FAT CLAY

Liquid Limit 59
Plastic Limit 24

Plasticity Index 35
Symbol From Plastic Chart: CH

% Passing 200 96.3
% Passing No. 4 100

Test Results

AVG CURVE 1 & 2; MAX DRY UNIT WEIGHT = 99.7LBS/CF, OPT. MOISTURE = 23.1Remarks:

Liquid And Plastic Limits

88.0
89.0
90.0
91.0
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Laboratory Test ID
USACE Contract Number Contractor
Project Date
Source of Material Material of Existing Levee Feature EMBANKMENT Visual Description (ASTM D 2488) BR. CALY
Station 120+50 Offset Lift Number 1
X-Coordinate Y-Coordinate Elevation (ft)
Test Method Method A Preparation Method WET As-Received Moisture Content 34.9
Hand / Mechanical Rammer Hand Specific Gravity 2.65
Percent Retained - No. 4 Sieve 0 Percent Retained - 3/8" Sieve 0
Percent Retained - 3/4" Sieve 0 Oversize Fraction ASTM D 3718 Correction - Yes/No No
Tested By B. LANDERS Checked By G. LeCoq Submitted By G. LeCoq
Test Sequence Number 1 2 3 4 5
a. Mold Number
b. Mass of Mold (g) 2017.2 2017.2 2017.2 2017.2 2017.2
c. Volume of Mold (cf) 0.0333 0.0333 0.0333 0.0333 0.0333
d. Mass of Wet Soil+Mold (g) 3665.5 3742.4 3784.7 3783.6 3752.5
e. Mass of Wet Soil (g) 1648.3 1725.2 1767.5 1766.4 1735.3
f.  Wet Unit Weight (lbs/cf) 109.1 114.2 117.0 116.9 114.9
g. Container No. DT42 DT27 DT44 DT20 DT45
h. Mass of Tare (g) 178.10 209.60 176.00 212.70 177.20
i. Mass of Wet Soil+Tare (g) 389.60 402.20 432.20 461.00 391.40
j. Mass of Dry Soil+Tare (g) 350.90 364.90 378.00 403.80 339.30
k. Mass of Water (g) 38.70 37.30 54.20 57.20 52.10
l. Mass of Dry Soil (g) 172.80 155.30 202.00 191.10 162.10
m Moisture Content % 22 4 24 0 26 8 29 9 32 1

PHYLWAY
2762-024

8/20/2010

Compaction - Moisture Density Relationship - ASTM D 698

TOLUNAY-WONG ENGINEERS
W912P8-09-D-0046 0008
WBV-14c.2 PHASE 2, FIRST LIFT

Specific Gravity Method:  As Tested 
or Estimated

ESTIMATED

m. Moisture Content %  22.4 24.0 26.8 29.9 32.1
n. Dry Unit Weight (lbs/cf) 89.2 92.1 92.3 90.0 86.9

Compaction Curve Control No. 2762-024 Curve 1
Optimum Moisture Content (%) 26.5
Max. Dry Unit Weight (lbs/cf) 92.5

Classification of Sample FAT CLAY

Liquid Limit 72
Plastic Limit 29

Plasticity Index 43
Symbol From Plastic Chart: CH

% Passing 200 97.1
% Passing No. 4 100

Test Results

Avg. Curve 1 & 2; Max. Dry Unit Wt. = 92.1 lbs/cf; Optimum Moisture= 26.6%Remarks:

Liquid And Plastic Limits
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Laboratory Toulunay-Wong Engineers, Inc. Lab Type QC Report No 4506 Test No 1013A

USACE Contract No Contractor Phylway Construction Revision

Project Sample Date

Material Source Borrow Pit Feature Levee Embankment Visual Description 

Station 474+24 Offset P.S. -119.7 Lift No
Latitude (°N) 29.870302 Longitude (°W) 90.176477 Elevation (ft)

Test Method ASTM D698-A Preparation Method Moist Received Moisture Content (%)

Compaction Hammer Mechanical Specific Gravity 2.65 Specific Gravity Method

Retained - No 4 Sieve (%) Retained - 3/8" Sieve (%) ASTM D 3718 Correction 

Retained - 3/4" Sieve (%) Test Result
Lab Tested By C. Willis Reviewed By B. Landers Submitted By

Trial No 1 2 3 4

Mold No GZL-ML-03 GZL-ML-03 GZL-ML-03 GZL-ML-03

Mold Mass (g) 2016.4 2016.4 2016.4 2016.4

Mold Volume (ft³) 0.0333 0.0333 0.0333 0.0333

Wet Soil + Mold Mass (g) 3636.0 3760.8 3770.0 3714.4

Wet Soil Mass (g) 1619.6 1744.4 1753.6 1698.0

Wet Unit Weight (lbs/ft³) 107.2 115.5 116.1 112.4

Tare No DT04 DT45 DT21 DT01

Tare Mass (g) 233.4 177.2 211.6 171.9

Wet Soil + Tare Mass (g) 438.4 347.1 369.2 401.3

Dry Soil + Tare Mass (g) 397.0 309.2 331.1 341.7

Moisture Content (%) 25.3 28.7 31.9 35.1

Dry Unit Weight (lbs/ft³) 85.6 89.7 88.0 83.2

Proctor No

Optimum Moisture Content (%)

Max Dry Unit Weight (lbs/ft³)

Proctor Test Results

79.6

178.2

381.6

326.1

37.5

2016.4

0.0333

3670.0

1653.6

109.5

DT42

4506

29.6

89.0

Compaction - Moisture Density Relationship - ASTM D 698 / D 1557

W912P8-09-D-0046 0007

Estimated

No

Pass
B. Landers

5

GZL-ML-03

GR. BR. CL.

5

-1.4

WBV-15a.2 Phase 2, First Lift 4/28/2011

31.3

92.0 

Compaction Curve

Liquid Limit

Plastic Limit

Plasticity Index

Group Symbol

Sand Content (Retained No 200) (%)
Fines (Minus No 200) (%)

Version MVNQS02-101130

Remarks

Liquid And Plastic Limits

 Avergae Max DD:  89.1 pcf / Average Optimum Moisture: 29.3 %M                                                                        Sample collected On-Site Willow Bend Material

CH

4.4

95.6
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Laboratory Tolunay-Wong Engineers, Inc. Lab Type QC Report No 3184-1 Test No 131

USACE Contract No Contractor Phylway Construction Revision

Project Sample Date

Material Source Willow Bend Feature Levee Embankment Visual Description 

Station South End Offset 2500' from North Pit Limit Lift No
Latitude (°N) 30.02029 Longitude (°W) 90.605593 Elevation (ft)

Test Method ASTM D698-A Preparation Method Moist Received Moisture Content (%)

Compaction Hammer Mechanical Specific Gravity 2.65 Specific Gravity Method

Retained - No 4 Sieve (%) Retained - 3/8" Sieve (%) ASTM D 3718 Correction 

Retained - 3/4" Sieve (%) Test Result
Lab Tested By C. Willis Reviewed By P. Grice Submitted By

Trial No 1 2 3 4

Mold No S03 S03 S03 S03 S03

Mold Mass (g) 2045.5 2045.5 2045.5 2045.5 2045.5

Mold Volume (ft³) 0.0333 0.0333 0.0333 0.0333 0.0333

Wet Soil + Mold Mass (g) 3702.6 3758.4 3777.7 3769.9

Wet Soil Mass (g) 1657.1 1712.9 1732.2 1724.4

Wet Unit Weight (lbs/ft³) 109.7 113.4 114.7 114.2

Tare No 50 23 36 66

Tare Mass (g) 248.6 257.3 254.2 248.4

Wet Soil + Tare Mass (g) 393.3 407.0 366.7 406.8

Dry Soil + Tare Mass (g) 370.8 382.1 345.9 375.6

Moisture Content (%) 18.4 20.0 22.7 24.5

Dry Unit Weight (lbs/ft³) 92.6 94.5 93.5 91.7

Proctor No

Optimum Moisture Content (%)

Max Dry Unit Weight (lbs/ft³)

Brown and Gray Clay

2.3

WBV-14C.2 Phase 2, First Lift 7-Oct-10

34.7

Compaction - Moisture Density Relationship - ASTM D 698 / D 1557

W912P8-09-D-0046 0008

Estimated

No

B. Landers

5

3184-131 CURVE 1

20.9

94.0

3750.5

1705.0

112.9

58

Proctor Test Results

89.0

245.6

368.2

342.3

26.8

96.0 

97.0 

Compaction Curve

Liquid Limit

Plastic Limit

Plasticity Index

Group Symbol

Sand Content (Retained No 200) (%)
Fines (Minus No 200) (%)

Version MVNQS02-100907

48

99.18

71

23

Remarks

Liquid And Plastic Limits

Avergae Max DD: 93.8 pcf / Average Optimum Moisture: 21.9 %M                                               Sample Location: South End of Pit, 2500' from North Pit Limit

CH
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Laboratory Tolunay-Wong Engineers, Inc. Lab Type QC Report No 3184-2 Test No 131

USACE Contract No Contractor Phylway Construction Revision

Project Sample Date

Material Source Willow Bend Feature Levee Embankment Visual Description 

Station South End Offset 2500' from North Pit Limit Lift No
Latitude (°N) 30.02029 Longitude (°W) 90.605593 Elevation (ft)

Test Method ASTM D698-A Preparation Method Moist Received Moisture Content (%)

Compaction Hammer Mechanical Specific Gravity 2.65 Specific Gravity Method

Retained - No 4 Sieve (%) Retained - 3/8" Sieve (%) ASTM D 3718 Correction 

Retained - 3/4" Sieve (%) Test Result
Lab Tested By C. Willis Reviewed By P. Grice Submitted By

Trial No 1 2 3 4

Mold No S03 S03 S03 S03 S03

Mold Mass (g) 2045.5 2045.5 2045.5 2045.5 2045.5

Mold Volume (ft³) 0.0333 0.0333 0.0333 0.0333 0.0333

Wet Soil + Mold Mass (g) 3694.5 3768.2 3799.9 3774.4

Wet Soil Mass (g) 1649.0 1722.7 1754.4 1728.9

Wet Unit Weight (lbs/ft³) 109.2 114.1 116.1 114.5

Tare No 19 51 11 42

Tare Mass (g) 245.8 248.4 251.5 260.9

Wet Soil + Tare Mass (g) 313.7 321.6 389.3 371.5

Dry Soil + Tare Mass (g) 302.6 308.6 362.6 348.1

Moisture Content (%) 19.5 21.6 24.0 26.8

Dry Unit Weight (lbs/ft³) 91.3 93.8 93.6 90.2

Proctor No

Optimum Moisture Content (%)

Max Dry Unit Weight (lbs/ft³)

Brown and Gray Clay

2.3

WBV-14C.2 Phase 2, First Lift 7-Oct-10

34.7

Compaction - Moisture Density Relationship - ASTM D 698 / D 1557

W912P8-09-D-0046-0008

Estimated

No

B. Landers

5

3184-131 CURVE 2

22.9

93.5

3745.6

1700.1

112.6

10

Proctor Test Results

86.8

301.6

408.9

384.3

29.7

95.0 

Compaction Curve

Liquid Limit

Plastic Limit

Plasticity Index

Group Symbol

Sand Content (Retained No 200) (%)
Fines (Minus No 200) (%)

Version MVNQS02-100907

48

99.18

71

23

Remarks

Liquid And Plastic Limits

Avergae Max DD: 93.8 pcf / Average Optimum Moisture: 21.9 %M                                              Sample Location: South End of Pit, 2500' from North Pit Limit
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Laboratory Tolunay-Wong Engineers, Inc. Lab Type QC Report No 3185-1 Test No 132

USACE Contract No Contractor Phylway Construction Revision

Project Sample Date

Material Source Willow Bend Feature Levee Embankment Visual Description 

Station South End Offset 2500' from North Pit Limit Lift No
Latitude (°N) 30.02029 Longitude (°W) 90.605593 Elevation (ft)

Test Method ASTM D698-A Preparation Method Moist Received Moisture Content (%)

Compaction Hammer Mechanical Specific Gravity 2.65 Specific Gravity Method

Retained - No 4 Sieve (%) Retained - 3/8" Sieve (%) ASTM D 3718 Correction 

Retained - 3/4" Sieve (%) Test Result
Lab Tested By C. Willis Reviewed By P. Grice Submitted By

Trial No 1 2 3 4

Mold No S03 S03 S03 S03 S03

Mold Mass (g) 2045.5 2045.5 2045.5 2045.5 2045.5

Mold Volume (ft³) 0.0333 0.0333 0.0333 0.0333 0.0333

Wet Soil + Mold Mass (g) 3709.6 3806.3 3802.6 3773.3

Wet Soil Mass (g) 1664.1 1760.8 1757.1 1727.8

Wet Unit Weight (lbs/ft³) 110.2 116.6 116.3 114.4

Tare No 70 21 53 12

Tare Mass (g) 246.4 257.1 249.5 312.7

Wet Soil + Tare Mass (g) 433.7 456.3 408.5 463.1

Dry Soil + Tare Mass (g) 394.8 411.0 371.1 425.1

Moisture Content (%) 26.2 29.4 30.8 33.8

Dry Unit Weight (lbs/ft³) 87.3 90.1 89.0 85.5

Proctor No

Optimum Moisture Content (%)

Max Dry Unit Weight (lbs/ft³)

Brown and Gray Clay

-5.3

WBV-14C.2 Phase 2, First Lift 7-Oct-10

45.9

Compaction - Moisture Density Relationship - ASTM D 698 / D 1557

W912P8-09-D-0046 0008

Estimated

No

B. Landers

5

3185-132 CURVE 1

29.5

89.6

3746.8

1701.3

112.6

29

Proctor Test Results

83.3

250.2

429.4

382.7

35.2

91.0 

Compaction Curve

Liquid Limit

Plastic Limit

Plasticity Index

Group Symbol

Sand Content (Retained No 200) (%)
Fines (Minus No 200) (%)

Version MVNQS02-100907

51

99.18

74

23

Remarks

Liquid And Plastic Limits

                                            Sample Location: South End of Pit, 2500' from North Pit Limit                               Avergae Max DD: 90.0 pcf / Average Optimum Moisture: 28.5 %M 
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Laboratory Tolunay-Wong Engineers, Inc. Lab Type QC Report No 3185-2 Test No 132

USACE Contract No Contractor Phylway Construction Revision

Project Sample Date

Material Source Willow Bend Feature Levee Embankment Visual Description 

Station South End Offset 2500' from North Pit Limit Lift No
Latitude (°N) 30.02029 Longitude (°W) 90.605593 Elevation (ft)

Test Method ASTM D698-A Preparation Method Moist Received Moisture Content (%)

Compaction Hammer Mechanical Specific Gravity 2.65 Specific Gravity Method

Retained - No 4 Sieve (%) Retained - 3/8" Sieve (%) ASTM D 3718 Correction 

Retained - 3/4" Sieve (%) Test Result
Lab Tested By C. Willis Reviewed By P. Grice Submitted By

Trial No 1 2 3 4

Mold No S03 S03 S03 S03 S03

Mold Mass (g) 2045.5 2045.5 2045.5 2045.5 2045.5

Mold Volume (ft³) 0.0333 0.0333 0.0333 0.0333 0.0333

Wet Soil + Mold Mass (g) 3760.4 3800.7 3807.3 3780.4

Wet Soil Mass (g) 1714.9 1755.2 1761.8 1734.9

Wet Unit Weight (lbs/ft³) 113.5 116.2 116.6 114.9

Tare No 35 14 78 2

Tare Mass (g) 237.3 249.7 251.6 315.4

Wet Soil + Tare Mass (g) 375.1 499.6 408.3 485.8

Dry Soil + Tare Mass (g) 346.5 445.3 371.8 444.6

Moisture Content (%) 26.2 27.8 30.4 31.9

Dry Unit Weight (lbs/ft³) 90.0 91.0 89.5 87.1

Proctor No

Optimum Moisture Content (%)

Max Dry Unit Weight (lbs/ft³)

Proctor Test Results

85.3

253.4

403.9

365.9

33.8

3768.3

1722.8

114.1

71

3185-132

27.5

90.4

Compaction - Moisture Density Relationship - ASTM D 698 / D 1557

W912P8-09-D-0046-0008

Estimated

No

B. Landers

5

Brown and Gray Clay

-5.3

WBV-14C.2 Phase 2, First Lift 7-Oct-10

45.9

92.0 

93.0 

Compaction Curve

Liquid Limit

Plastic Limit

Plasticity Index

Group Symbol

Sand Content (Retained No 200) (%)
Fines (Minus No 200) (%)

Version MVNQS02-100907

Remarks

Liquid And Plastic Limits

                                             Sample Location: South End of Pit, 2500' from North Pit Limit                                  Avergae Max DD: 90.0 pcf / Average Optimum Moisture: 28.5 %M  
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Laboratory Tolunay-Wong Engineers, Inc. Lab Type QC Report No 3186-1 Test No 133

USACE Contract No Contractor Phylway Construction Revision

Project Sample Date

Material Source Willow Bend Feature Levee Embankment Visual Description 

Station South End Offset 2500' from North Pit Limit Lift No
Latitude (°N) 30.02029 Longitude (°W) 90.605593 Elevation (ft)

Test Method ASTM D698-A Preparation Method Moist Received Moisture Content (%)

Compaction Hammer Mechanical Specific Gravity 2.65 Specific Gravity Method

Retained - No 4 Sieve (%) Retained - 3/8" Sieve (%) ASTM D 3718 Correction 

Retained - 3/4" Sieve (%) Test Result
Lab Tested By C. Willis Reviewed By P. Grice Submitted By

Trial No 1 2 3 4

Mold No S03 S03 S03 S03 S03

Mold Mass (g) 2045.5 2045.5 2045.5 2045.5 2045.5

Mold Volume (ft³) 0.0333 0.0333 0.0333 0.0333 0.0333

Wet Soil + Mold Mass (g) 3677.0 3738.3 3804.9 3807.1

Wet Soil Mass (g) 1631.5 1692.8 1759.4 1761.6

Wet Unit Weight (lbs/ft³) 108.0 112.1 116.5 116.6

Tare No 27 38 16 5

Tare Mass (g) 246.0 306.9 256.4 258.8

Wet Soil + Tare Mass (g) 379.6 453.9 408.2 395.5

Dry Soil + Tare Mass (g) 354.8 425.1 376.2 362.9

Moisture Content (%) 22.8 24.4 26.7 31.3

Dry Unit Weight (lbs/ft³) 88.0 90.1 91.9 88.8

Proctor No

Optimum Moisture Content (%)

Max Dry Unit Weight (lbs/ft³)

Proctor Test Results

85.5

249.2

428.6

383.0

34.1

3778.0

1732.5

114.7

9

3186-133 CURVE 1

27.6

91.5

Compaction - Moisture Density Relationship - ASTM D 698 / D 1557

W912P8-09-D-0046-0008

Estimated

No

B. Landers

5

Brown and Gray Clay

-5.3

WBV-14C.2 Phase 2, First Lift 7-Oct-10

38.3

93.0 

Compaction Curve

Liquid Limit

Plastic Limit

Plasticity Index

Group Symbol

Sand Content (Retained No 200) (%)
Fines (Minus No 200) (%)

Version MVNQS02-100907

Remarks

Liquid And Plastic Limits

                                             Sample Location: South End of Pit, 2500' from North Pit Limit                              Avergae Max DD: 91.6 pcf / Average Optimum Moisture: 26.5 %M 
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Laboratory Tolunay-Wong Engineers, Inc. Lab Type QC Report No 3186-2 Test No 133

USACE Contract No Contractor Phylway Construction Revision

Project Sample Date

Material Source Willow Bend Feature Levee Embankment Visual Description 

Station South End Offset 2500' from North Pit Limit Lift No
Latitude (°N) 30.02029 Longitude (°W) 90.605593 Elevation (ft)

Test Method ASTM D698-A Preparation Method Moist Received Moisture Content (%)

Compaction Hammer Mechanical Specific Gravity 2.65 Specific Gravity Method

Retained - No 4 Sieve (%) Retained - 3/8" Sieve (%) ASTM D 3718 Correction 

Retained - 3/4" Sieve (%) Test Result
Lab Tested By C. Willis Reviewed By P. Grice Submitted By

Trial No 1 2 3 4

Mold No S03 S03 S03 S03 S03

Mold Mass (g) 2045.5 2045.5 2045.5 2045.5 2045.5

Mold Volume (ft³) 0.0333 0.0333 0.0333 0.0333 0.0333

Wet Soil + Mold Mass (g) 3697.8 3747.3 3801.3 3796.0

Wet Soil Mass (g) 1652.3 1701.8 1755.8 1750.5

Wet Unit Weight (lbs/ft³) 109.4 112.7 116.2 115.9

Tare No 63 3 84 32

Tare Mass (g) 243.9 246.7 256.8 315.4

Wet Soil + Tare Mass (g) 375.2 437.1 398.1 461.6

Dry Soil + Tare Mass (g) 351.8 401.4 368.3 429.0

Moisture Content (%) 21.7 23.1 26.7 28.7

Dry Unit Weight (lbs/ft³) 89.9 91.5 91.7 90.0

Proctor No

Optimum Moisture Content (%)

Max Dry Unit Weight (lbs/ft³)

Brown and Gray Clay

-5.3

WBV-14C.2 Phase 2, First Lift 7-Oct-10

38.3

Compaction - Moisture Density Relationship - ASTM D 698 / D 1557

W912P8-09-D-0046-0008

Estimated

No

B. Landers

5

3186-133 CURVE 2

25.4

91.7

3774.9

1729.4

114.5

75

Proctor Test Results

86.4

249.8

341.0

318.6

32.6

93.0 

94.0 

Compaction Curve

Liquid Limit

Plastic Limit

Plasticity Index

Group Symbol

Sand Content (Retained No 200) (%)
Fines (Minus No 200) (%)

Version MVNQS02-100907

44

98.94

67

23

Remarks

Liquid And Plastic Limits

                                            Sample Location: South End of Pit, 2500' from North Pit Limit                                  Avergae Max DD: 91.6 pcf / Average Optimum Moisture: 26.5 %M 
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